Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 9891404
; BONDAR-CLEGG
REPORT: 098-0988 ( CONPLETE ) . | REFERENCE INFO: NONE LISTED
CLIENT: BROMM MINING CORP. SUBMITTED BY: R. MACLEOD
FPROJECT: BLASTHOLE DATE PRINTED: 12-SEP-88
NUMBER OF LOKER
ORDER ELEMENT AMALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Firefu Gold 10 0,002 OPT Fire Assay
2  FireAu Gold 1 0,002 OPT Fire Assay
3 FireAu Gold 1 0,002 OPT Fire Assay
4 CN Au Au/Hot Extraction 1 0.002 OPT Cuanide Leach Atosic Absorrtion
SANPLE TYPES NUMBRER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
D DRILL CORE 10 2 -150 10 Assay Prep 10

Deadwood Surcharse 10

RENARKS: 3 SEPARATE FIRE ASSAY RESULTS ARE REPORTED FOR

SANPLE S=9=t=7707"

REPORT COPIES TO: MR, ROD MACLEOD

INVOICE TO: MR. ROD MACLEOD




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

B e

12 §-9-6-771 0.013

REPORT: 098-0988 PROJECT: BLASTHOLE PAGE 1
SARPLE ELEMENT Firedu FireAu FireAu CN Au

NUNBER UNITS  OPT 0PT 0T 0PT
02 5-9-6-730 0,002

B2 §-9-6-731 0,002

12 §-9-6-732 0,003

02 5-9-4-733 0,009

12 5-9-4-766 0,007

12 5-9-6-747 0,008

02 S5-9-4-768 0,008

B2 S-9-6-769 0,006 o
12 5-9-4-770 0,055 0.013 0,016 0,016 A= otifsz 0




! /7 7
~ LAB.REPORTNO. . = = /
: E
12880 VW. CEDAR DR, LAKEWOO0D, CO. 80228 PHONE: 989104 TELEX: 45-8693
SAMPLE SHIPMENT NOTICE
_ 4 /2 foxe VA g
Date Shipped B A Vi ViaZl/ls 277 [ Prepaid or O Collect
/ §
# Parcels in Shipment TOTAL NUMBER OF SAMPLES O
GEOLOGIST'S NAME £L. // /4 L] PHONE NUMBER/ZL" /. [ -Z/{/7 PROJECT NAME OR NUMBER _£LA7 /17 L2
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|Espec| Activation DCP test
/ Ty . Neulron ore
{ # -‘—f’ (| /EE57 [Cu |Ph [Zn Mo [Ag [Cd [Ni |Co Mn [Fe |Bi |V |U |W |F }% As [Hg [Sn [Sb [Ba |E spec | Activatian i g test
7 E g /S 7 Neu 1 gre
28 (€ 'L/ //ICu |Pb [Zn Mo |Ag [Cd |Ni |Co vn [Fe [Bi |V (U |W |F A‘)y As [Hg [Sn [Sb [Ba |E spec Acﬁuew;a DCP test
Neulron : ore
Cu |Pb |Zn Mo |Ag |Cd |Ni [Co Mn |Fe [Bi |V |U |W |F |Au [As |Hg |Sn [Sh |Ba |E spec | Activation nep test
2 : = Neulron ore
Cu [Pt |Zn Mo [Ag |Cd [Ni |Co Mn [Fe |Bi |V |U |W |F |Au |As |Hg [Sn |Sh |Ba |E spec | Activation oce test
Neutron e
Cu [Pb |Zn Mo JAg |Cd NI |Co Mn |Fe |Bi |V |U [W |F |Au [As |[Hg [Sn [Sh [Ba |E spec Acfi‘\jart?on DCP ge;
Neulron ore
Cu |Pb |Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi |V |U |W |F |Au |As [Hg [Sn [Sb |Ba |E spec | Activation pep test
Neutron ore
Cu [P [Zn Mo [Ag [Cd [Ni |Co Mn |Fe |Bi |V |U |W |F |Au jAs [Hg [Sn [Sb [Ba |E spec | Activation DCP fost
Neulren ore
Cu |Pb |Zn Pio |Ag |Cd |Ni |Co Mn [Fe |Bi [V |U |W |F [Au |As [Hg [Sn |Sh |Ba |E spec ;t!éﬁzrrzw ocp test
Neutron ore
Cu |Pb |Zn Mo |Ag |Cd NI |Co Mn |Fe |Bi |V |U [W |F JAu [As |Ho [Sn |Sb [Ba |E spec | Activation Dep test
Neutron ore
Cu [Pb [Zn Mo [Ag |Cd [Ni [Co Mn |Fe |Bi |V |U [W |F |Au |As [Hy |Sn [Sh [Ba |E spec | Activalion pCcP test
Neutron o1
Cu |Ph [2n Mo |Ag |Cd |Ni |Co Mn |Fe |Bi |V |U |W |F |Au |As [Hg |Sn [Sh |Ba |E spec | Aclivation pep test
Neutron ore j
Cu |Pb |Zn Mo JAg |Cd INi [Co Mn |Fe [Bi |V |U (W |F |Au |As [Ho |Sn [Sh |Ba [E spec | Activation DCP test
Reoman ore
Cu |Pb |Zn o [Ag |Cd |Ni |Co Mn Fe |Bi |V |U [W |F |Au [As JHg |Sn |Sb [Ba |E spec | Aclivation pee test
Neutron ore
Cu |Pb |Zn Mo JAg |Cd |Ni [Co Mn |Fe |Bi |V |U |W |F [Au |[As [Hg [Sn [Sb [Ba [E spec | Activation DCP test
neuiron ore
Cu |Pb |Zn Mo [Ag [Cd [Ni [Ce Mn [Fe |Bi |V |U |W |F |Au |As [Hg [Sn [Sb |Ba |E spec | Activation DeP test
gi( assay (%, ore grade) 0O (prepared
Please analyze by } methods, the enclosed samples
O geochemical (ppm, trace level) 0 unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS _$8- 72 /&  Flis 108400000 KL e AL  Sbrvicit LL
LLY A /4 L A Llf o
R PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
:ﬁ DISCARD AFTER ANALYSIS COMPLETE J DISCARD AFTER ANALYSIS COMPLETE
[0 RETURN COD AFTER ANALYSIS COMPLETE 'ERETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD "0 "STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
-
2 Results < LI [0 Results
g Invoices [0 LAOpUIL P0G K O Invoices
3 Pulps £O_LIX 445 O Puips
O Rejects 777, VAR GY.I A, O Rejects
O Results O Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



-4
“TITLE 12-09-88 08:47:55 @98-0988 R.

"CLIENT BROHM MINING CORP.
"PROJECT BLASTHOLE
"SPECIAL VALUES"
v IS Insufficient Sample"
" -8 No Value Racorded"

#SAMPLES:

MACLEQD

10 REFERENCE:

@1/e9/88"

NONE LISTED

" Values above the upper limit are shown as +uplimt”

" Values below the lower limit are shown as -~lolmt (ie not detected)"
“DETERMINATIONS"

" ELMAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 FireAu FA OPT 12 ©.0€2 99.999 Results Reported "

" @2 FirefAu FA OPT 1 0.002 99.939 Results Reported "

" @3 FireAu FA OPT 1 0.002 99.999 Results Reported "

" 24 CN Au AA E31 OPT 1 ¢.002 99.999 Results Reported "

"SAMPLE PREPS"

" 4@ SAMPLE TYPE=D DRILL CORE "

" 41 P1l7= 10 Assay Prep "

" 42 P86= 10 Deadwood Surchargqe

"REMARKS"

" 5@ 3 SEPARATE FIRE ASSAY RESULTS ARE REPORTED FOR "

" B51 SAMPLE S-~9-6-776. "

1ok de W o 11

"FORMAT (A8,1X,A1,A1,1X,A20,4(1X,A7,AL))"

"BEGIN " "Type" "Frac" "Sample ID" "FireAu" "FireAu" "FireAu" " CN Au"
"gsego0eL" "D" "2" "S-89-6-730 " -0.902 -9 -9 -9
"gg9830@02" "D" "2" "§-~9-6-731 " 2.002 -9 -9 -9
"098806003" "D" "2" "$-9-6-732 " ©.003 -9 -9 -9
"99880004" "D" "2" "S-9-6-733 " 0.009 -9 -9 -9
"@9880005" “D" "2" "S-9-6-766 " 0.007 -9 -9 -9
"@9880006" "D" "2" "5-9-~6-767 " @.008 -9 ~9 -9
“9po8800B7" "D' "2" "S-8-6-768 " ©.008 -9 -9 -8
"gpaggeew8" "pD" "2" "5~9-6~769 " 0.006 -9 -9 -9
"G9880009" "D" "2" "S-9-6-770 " @.055 .013 2.016 6.016
"poggeelz" "D" "2" "g-9-~6-771 " ®.213 -9 -9 -9

IIENDII




.

nTITLE 06-09-88 11:18:58 ©098-0988 R.

"CLIENT BROHM MINING CORP.
“PROJECT BLASTHOLE
"SPECIAL VALUES"

" IS Insufficient Sample"
“ -9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as
"“DETERMINATIONS"

" ELNAME
FirefAu
FireAu
FireAu
CN Au

" 01
" 02
" 03
1"t Oq

FA
Fa
FA
AA

"SAMPLE PREPS"

" 40 SAMPLE TYPE=D

" 41 P17=
" 42 P86=
"REMARKS"

19
19

#SAMPLES:

OPT
OPT
oPT
E31 OPT

DRIL
Assa

METHO ECO UNI #SAM LOLMT

19 0.002
1 6.002
1 @.002

10 0.002

L CORE
y Prep

10 REFERENCE:

UPLIMT
89.999
99.999
99.999
99.999

Deadwood Surcharge

MACLEOD

©1./09/88"

"

NONE LISTED

+uplimt"
-lolmt

COMMENTS"

Results Reported "
Results Reported "
Results Reported "
Test not yet complete"

" 5@ 3 SEPARATE FIRE ASSAY RESULTS ARE REPORTED FOR "
" 51 SAMPLE $-9-6-770.

"ok NN K

"FORMAT (A8,1X.,A1,A1,1X,A20,4(1X,A7,A1))"

“"BEGIN "
"'9o9880001"
"g9880002"
"99880003"
"99880004"
"g9880005"
"99880006"
"p9oBRODOBT7"
"egggoees"
"posBo0B9"
"g9880012"
IlENDII

Il'rypell

IID“
llDll
IIDll
IIDII
llDH
llDII
I'Dll
IIDlI
llDll
Iloll

"Frac" "Sampl
"2" "$-9-6-730
"2n "§-9-6-731
"2" "8-9-6-732
"2" "$-9-6-733
"2" '"$-9-6-766
"2" "S$-9-6-767
2" vg-9-6-768
"2" "$-9-6-769
"2" "g-9-6-770
2" "s5-9-6-771

e ID"

"FireAu" "“"FireAu" "FireAu"
-0.002 -9 -9
0.002 -9 -9
0.003 -9 -9
9.009 -9 -9
0.007 -9 -9
0.9208 -9 -9
2.008 -9 -9
9.006 -9 -9
0.05% 0.013 0.016
©.013 -9 -9

(ie not detected)"

CN Au"

-9
-9
-9




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado
U.S.A. 80228
Phone: (303) 989- 1404
Telex: 45-693

.

-

RROHM MINING CORFP,
MR. ROD MACLEOR
F,0., BOX 483
DEADWOOD, SD
97732

Invoice

Nate

Rerort No!
Prodect
Reference!

: 126

by Fade 1

¢ 15-SEP-88

098-0987

+ BLASTHOLE

NONE LISTED

65 Aneleses of Gold
Subtotal

10 Anzgleses of Au/Hot Extraction
Subtotal

Samrle Prerareticn
85 Samrles of Assay Prer
65 Samrles of Dezdwood Surcherde
Subtotal

Mizcellaneous Charges
4% S.D, STATE SALES TAX
2% DEADNOOD CITY SALES TAX
Subtotzl

at ¢ 8,00 ¢ 520.00
$ 520.00
at ¢ 4.00 ¢ 40,00
$ 40,00

et '$ 3.25 % 2132
¢ 243.75

$ 6,90
= ) 3.25
$ 2,75

Invoice Totsal?

oh Yo
9/37) €8 \
@,%.W\M‘l

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 520.00
$ 40,00
$ 243.75
$ 9+75



12980 West Cedar Dr
Lakewood, Colorado
US A 80228
Phone: (303) 989- 1404
Telex: 45693
»
1] '
k. ROD MACLED S-SEF
Eaby ) W |
4 i BLASTH
{ NNOAME
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J ¢ }
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|
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! 1 i +

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

.

B

Geochemical
Lab Repo

BROHM MIMING CORP.
MR, ROD MACLEOD
P.0. BOX 485
DEADROOD: SD
37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 Bc Lab Report
(303) 9894404

. BONDAR-CLEGG
REPORT: 098-0987 ( COMPLETE ) J r REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBKITTED RY: R. MACLEOD
PROJECT: RLASTHOLE DATE PRINTEDR: 13-SEP-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIKIT EXTRACTION METHOD
1 Firefu Gold 65 0,002 OPT Fire Assay
2 CN Au Au/Hot Extraction 10 0.002 OPT Cuanide Leach Atosic Absorrtion
SANPLE TYPES NUNBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 65 2 -150 63 Acsay Prep 63

Deadwood Surcharde &5

REMARKS: SANPLE S-9-6-223 WAS NOT RECEIVED WITH THE
SHIPHENT.

———REPORT COPIES TOI MR RO MACLERD THYOICET0 MR ROD MACLECD




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

-

REPORT? 098-0987

BC

Geochemical
Lab Report

| PROJECT: BLASTHOLE

PAGE 1

D2 5-9-6-724 0,003

SANPLE ELEMENT FireAu  CN Au SANPLE ELEMENT FireAu
NUNBER UNITS  OPT OPT NUMBER UNITS 0T
D2 §-9-4-524 0,017 0,019 D2 §-9-6-725 0,012
02 §-9-4-525 0,022 0,018 D2 S-9-4-726 0,004
D2 §-9-4-526 0,030 0,025 D2 §-9-6-727 0,005
P2 5-9-4-527 0,011 D2 §-9-6-728 0,003
D2 5-9-6-528 0,017 0,019 D2 §-9-6-729 0,006
D2 S-9-6-529 0,012 D2 S-9-6-740 0,005
12 §-9-6-530 0,015 0,017 12 S-9-6-741 0,009
D2 5-9-6-531 0,018 0,022 D2 §-9-4-742 0,010
D2 §-9-6-532 0,006 D2 §-9-4-743 0,008
02 §-9-6-533 0,006 D2 §-9-4-744 0,006
D2 S-9-4-534 0,010 D2 §-9-6-745 0,010
D2 §-9-6-535 0,016 0,021 D2 5-9-6-746 0,010
D2 5-9-6-536 0,014 D2 §-9-4-747 0,007
D2 §-9-6~626 0,017 0,015 D2 §-9-6-748 0,008
D2 §-9-6-627 0,009 D2 §-9-4-749 0,009

' 02 §-9-4-428 0,014 12 §-9-6-750 0,005
D2 §-9-6-629 0,008 D2 §-9-4-751 0,010
D2 §-9-4-630 0,005 D2 §-9-4-752 0,009
D2 5-9-6-431 0,004 02 §-9-4-753 0,008
D2 5-9-4-632 0,004 D2 §-9-4-740 0,009
D2 §-9-6-633 0,004 12 S-9-4-761 0,010
D2 S-9-6-670 0,010 D2 5-9-4-762 0,009
02 §-9-6-671 0,011 D2 §-9-4-763 0,030
D2 §-9-6-672 0,008 D2 S-9-6-764 0,014
D2 5-9-6-673 0,007 D2 S-9-4-765 0,013
D2 §-9-4-474 0,007
D2 §-9-6-475 0,009
D2 §-9-6-676 0,010
D2 §-9-6-677 0,011
02 §-9-6-678 0,013
D2 §-9-6-679 0,005
D2 5-9-6-680 0,002
D2 5-9-6-681 0,002
D2 S-9-4-682 0,016 0,022
D2 5-9-4-683 0,014
D2 §-9-4-720 0,005
02 §-9-6-721 0,003
D2 5-9-6-722 0,008
D2 §-9-6-723 0,004




: B BONDAR-CLEGS INC.

12980 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: S89-104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE
Date Shipped £/ 2/ /15 Via L4zr i [ Prepaid  or [ Collect
# Parcels in Shipment _ TOTAL NUMBER OF SAMPLES .

GEOLOGIST'S NAME Lol /// /. (/7 PHONE NUMBERA ... %~ </ PROJECT NAME OR NUMBER _“.Ls /i &

Samples Numbers ELEMENTS TO BE ANALYZED Neutron
Type 8'* m; Cu Pb Zn Mo Ag Cd Ni CoMn Fe BI V U W F Au As Hg Sn Sb Ba E spec| Activation ocP 2".

/ res ’ Neutron ore
. C ,'4’ I‘_ §7- "L AL [ou |Ph 2n Mo Ag [Cd [Ni [Co Ma [Fe 80 |V W |F As Hg [Sn [Sb [Ba [E spec | Activation OCP | test
/t,(’ " (‘"/{:((7/‘.‘ > ‘}y“ qus

Neutron ore

Cu [P [2n Mo JAg |Cd |Ni |Co Mn [Fe |Bi |V |U |w o [Sb [Ba JE spec | Actvatien oce test

lﬂ Neutron ore
b jBa

24
£
v /——}’ I : jvé—'-"{’ Cu [Py |2Zn }Ac Ag |Cd |Ni [Co Mn |Fe |Bi |V |U |W |F As Mg [Sa | E spec | Activation DecP test

Neulron ore

Neutron ore
As |Hg [Sa |Sb |Ba [E spec | Activation DCP Lest

« 4 - ’ -
gl / I 7‘/ &»7;‘7 Cu |Pb |20 }Ao Ag |Cd [Ni |Co Mn [Fe |Bi |V |U |W Fk JAs Mg [Sn [Sb ]8;1 E spec | Activation ocP lest

‘ 14 |- 1674 ]“l“-'/": Cu |Pb [2n }dnw Cd [N Jco Mn JFe |80 [V |u |w |F
[} 2 L Neutron ore
I L 1£ y/i 147( F [Cu |Pb |Zn Mo JAg |Cd |Ni [Co Mn [Fe |Bi |V |U |W |F As Hg l&u lsn IPa E spec | Activation ocp o5t
Neutron ore
Cu [P [Zn Mo hq ICd [Ni [Co Mn [Fe |Bi |V [U |W |F Ilu As HHg [Se lsu}a F spec | Activation oCcP tes!
Neulror ole
Cu |Pb |Zn Mo JAg |Cd [N [Co Mn [Fe |8 |V |U |W |F JAu JAs Hg [Sn 5“#; E spec Atu‘\"mun oce test
heutron ore
iCu JPY |Zn Mo JAg ICd [Ni [Co Mn [Fe |Bi |V |U |W |F JAu JAs Mg [Sa FD E‘ E spec | Activation ocP test
T Neuiron ore
Cu Py |[Zn ""P“ ICd |Ni [Co Pn Fe |Bi |V |U |W |F JAu JAs g [Sn |Sb |Ba |E spec | Activation oce test
L L Reatron ore
Cu |Pb [Zn Mo JAg |Cd |Ni |Co Mn [Fe [Bi |V |U |W |F JAu |As Mg [Sa [Sh [Ba [E spec | Activation oce test
heutron ore
Cu Pb [Zn Mo JAg Cd |Ni [Co Mn [Fe |Bi |V |U |W [F }lu As Hy [Sa |Sb lﬂa E spec | Activation oCcP lest
WEUTon a4
Cu |Ph |Zn Mqu ICd [Ni |Co rdn Fe |BI |V |U |W |F };u As Hy [Sa [sb Iﬂa E spec | Activation DCP test
L Neutron ore
Cu [P [Za [“L‘.l ICd |Ni [Co }dn Fe |81 |v U |W |F |Au |as [Hg [Sn [Sb |8a JE spec | Activation DeP test
Reuron e
Cu IPY |2n }!o Ag ICd [N o[ﬂn Fo |Bi |V |U |W |F |Au |As Mg [Sa [Sb !la E spec | Achivation oce lest
(%, ore grade) O (prepared
Please analyze by : methods, the enclosed samples
O geochemical (ppm, trace level) 0 \unprepared
O DO NOT Y GEOCHEMICAL OVERLIMITS . = ,
COMMENTS _“72 - 72 il /ML MLIHD KEAALLTED ALl W ILLES S e
[AE S AVED AL LI €& LELICE LA o . vkl rsor)” LLLEL
TEAL ) 27 vrd  Drr pEL LA
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
£“ DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE 3<_RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD - -
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

I RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

B Resuts O LLLL L L O Results
0 Invoices . Lo Lugusdcs LOAL. O Invoices
b,Pmpg -/ 4{" L LA 48% ’7' 0O Pulps
O Rejocts L LOL 440007 VoMLY 4 s 5 O Rejects
O Results
O Invoice
O Pulps -
O Rejects

White — Lab Copy - Please Include With Shipment Yeliow — Sample Prep Copy Pink — Client's Copy
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4w
LTITLE 13-09-88 08:53:31 098-0987 R. MACLEOD 01/069/88"
MCLTENT BROHM MINING CORP. "
"PROJECT BLASTHOLE #SAMPLES: 65 REFERENCE: MNONE LISTED "
"SPECIAL VALUES"
" IS Insufficient Sample"
“ -9 No Value Recorded"
" Values above the upper limit are shown as -+uplimt"
" Values below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHG ECO UNI #SaAaM LOLMT UPLIMT COMMENTS"
" @1 FireAu FA oPT 65 0.002 99.999 Results Reported "
" @2 CN Au AA E31 OPT 19 ©9.002 99.999 Results Reported "
"SAMPLE PREPS"
M 4¢ SAMPLE TYPE=D DRILL CORE "
" 41 P17= 65 Assay Prep "
" 42 P86= 65 Deadwood Surcharge "
"REMARKS"
" 50 SAMPLE $-9-6-223 WAS NOT RECEIVED WITH THE "
" 51 SHIPMENT. "
o % K K1
"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A2))"
"BEGIN " "Type" "Frac" "Sample ID" "FireAu" " CN Au"
"@9870001" "D" "2" "S-9-6~524 ! 9.017 0.619
"9e870@002" "D" "2" "S~9-6-52% " 0.022 0.9218
"99870003" "D" "2 "$-9-6-526 " 0.630 6.625
"$8870804" "D" v2" "5-9-6-~527 " .11 -9
"@9870005" “pv "2" "$-9-6-528 " 0.0617 ©0.019
"po87goee" “p" "2" "§-9-6-529 " 8.012 -9
"gog7eee7" "D" ©"2" "S-8~-6-530 " ©.015 0.017
"g987@@@8" "D™ "2" "5-9-6-531 " 0.018 0.022
"geg70011" "D" "2" "S-9-6-532 " 0.006 -3
"e9870012" "p" "2" "$-9-6-533 " 0.006 -9
"g9870013" "D" "2" "$-9-6-534 " 0.010 -8
"@9g87@914" "D" "2" "5-9-6~-535 " 0.916 2.021
"p9870015" "p* "2" "$-9-6-536 i 9.014 -9
"gog7eeis' "pv» "2Y "S5-9-~6-626 " 9.017 0.015
“g9870017" "D" "2" "S~9-6-627 " 9.0609 -9
"gos7ee1g" "p" "2" "S~9-6-628 " 2.014 -9
"@8870018" "p" "2" "$-9-6-629 " 0.008 -9
“99870020" "D "2" "S~9-6-630 " 9.005 -9
"ggo876022" D" "2" "S-9-6-631 " 0.004 -9
"pe87RQ22" "O" "2" "S-9-6-~632 " 0.004 ~9
"gs876@23" "p" "2" "S-9-6-633 " ©.006 -9
"Q9870024" "D "2" "S5-~9~-6-670 " 9.010 ~9

- "08g87@02%" "D" "2" "S-9-6-671 " 0.011 -9
- "Q9B870@26" "D" "2" “S-9-6-672 " 0.908 -9

"pQe870027" “D" "2" "S$-9-6-673 " 0.007 -9
"pe8700Q28" "D “2" "S-9-6-674 " 9.007 -9
"$9870929" "D" "2'" "S-9-6-675 " ©.009 -9
"@987@0306" "D" "2" "S-9-6-676 " 2.921@ -8
"¢og7@031" "D" "2" "S-9-6-677 " 0.0211 -9
‘“p8870032" "p» "2" "5-9-6-678 " 0.913 -8
"peg87e933" "p" 2" "S-8-6-679 " B.0065 -9
"“99870036" "O¢" "2z" "5-9-6-680 " 9.002 -9
"@987¢e37" vp" "2" "S-9-6—-681 " ©.002 -9
"p987Q@38" "p* "2" "S~9-6-682 " 0.016 0.022
"g9876€039" wp" "2" "S~-9-6-683 " 0.014 -9
"pog7oe40" D" n2" "S-9-6-720 " 0.005 -8
"gog87@e@41" “p" "2" "S-9-6-721 " ©.003 -9
"99870042" "p" "2" "S$-9-6-722 " @.008 -9
"geg7eeas" "D 2" "S-8-6-723 " 0.004 -9
"gog70046" "D" "2" "S-9-6-724 " 2.003 -9
"pog7oB47" "D" "2" "S-9-6-725 " 0.012 -9

-, i HH )




"Q9870049"
"09570050"
109870051 "
reoE7e052"
"@9870053"
" 09870054 "
"99870055"
" 99870056 "
Q9870057 "
"Q9870058"
"@9870059"
“p9870060"
"Q9870063"
"@9870064"
"@9870065"
"@9870066"
"99870067"
"99870068"
"99870069"
"99870070"
“@9870071"
"Q9870072"
"p9870073"
IIENDU

IIDH

llDII
llDll
I|DH
lloll
IID"
HDII
IID‘I
HDH
llDll
IIDN
NDH
llD“
UIDH
IIDII
lIDII
llDl.
lIDlI
HD“
ND"
I|DI|
HDII
IlDH

"2"
ll2‘l
l02ll
l|2ll
Il2ll
|l2ll
II2II
H2II
II2H
II2I|
“2“
Il2l|
l02II
ll2ll
l|2|l
H2ll
Ilzll
Ilzll
tl2"
II2II
!'2“
ll2ll

"' 2 IVIW

"§-9-6-727

"$-9-6-7238
"“S-8-6-729
"S-9-6-740
"S$S-9-6-741
"$-9-6-742
"S-9-6-743
“S§--9-6-744
"S—-9-6~-745
"S-9-6-746
"S$-9-6-747
"$§-~-9-6-748
"§-9-6-749
"S-9-6-750
"§-9-6-751
"S$-9-6-752
"S$-9-6-753
"S-9-6-760
"S-9-6-761
"S$-8-6-762
"S-9-6-763
"S-~-9-6~-764
"S-9-6~-765

©.005

0.003
0.006
9.005
©.009
90.010
0.008
8.006
0.010
0.010
0.007
0.008
0.009
2.005
2.010
©.009
0.008
9.009
0.010
©.009
9.030
2.014
0.013




Bondar-{legg, Inc.
12980 West Cedar Dr
Lakewood, Colorado
US.A. 80228
Phone: (303) 589 1404 -

-4
Telex: m¢

o

BROHN MINING CORP.
HR. ROD MACLEOD
P.0. BOX 485
DEADNOOD, SD

57732

Invoice : 12677y Page 1
Date + 15-SEP-88
Rerort No: 098-0977

Prodect : BLASTHOLE
Reference: NONE LISTED

J.

68 Analyses of Guld
Subtotal

28 Anzluses of Au/Hot Extraction
Subtotal

Sawrle Preraration
68 Saarles of Assay Prer
48 Saarles of Deadwcod Surcharge
Subtotal

MHiscellaneous Charges
4% S.D. STATE SALES TaX
2% DEADWOOD CITY SALES TAX
Subtotal

Invoice Total!

at

at
at

8.00 ¢ 544,00
544.00 $ 544,00

4.00 ¢ 112,00
$ 112,00 $ 112,00

3.25 ¢ 221,00
0,50 ¢ 34,00

$ 255.00 $ 255.00

-

6.80
3.40
$ 10,20 ' 10,20

$ 921.20 U.S.

THIS IS A PROFESSIONAL SERVICE

ACCOUNTS DUE WHEN RENDERED



